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Applicant Information (客户信息) 

 Applicant Name(委托单位) : Suzhou Ruihe Textile Technology co., LTD(苏州睿合纺织科技有限公司) 

 Contact person(委托人) : Yuan Haixia(袁海霞) 

 

Sample Information (样品信息) 

 Sample Description(样品描述) : One piece of green woven fabric(一块绿色机织面料) 

 Style Name(品名) : 原液涤纶布 

 Sample Quantity(样品数量) : 50cm*Full width(整门幅) 

 Colour(颜色) : Green(绿色) 

 

 - Sample Receiving date (收到样品的日期) : 2019-10-22 

 - Report date (报告日期) : 2019-10-31 

 - The original sample is sticked on the last paper. (送检样品原样粘贴在本报告的末页) 

 

Test Performed (检验标准) 

 Judgement according to(评定依据):N/A 

 - Selected test(s) as requested by applicants. (本实验室根据客户要求完成以下检测内容) 

 

Pronounce (声明) 

The results shown in this report refer only to sample(s) tested unless otherwise stated.All the items are performed 

in the standard conditions, except the noted cases.(除非特别说明，测试结果只对来样负责。所有测试项目均在标准

规定的环境下进行，有注明除外。) 

Except for the requirement of the client, the test results and the conformity judgement of this report do not take the 

uncertainty of the test results into account.(除非客户要求，本报告检测结果及符合性判定不考虑测量结果的不确定

度。) 

 

Signed for and on behalf of 

CNTAC Testing Center-Suzhou 

  Approved by 

(批准) 

Main testing by 

(主检) 

Prepare by 

(制单) 
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---  Test Result (测试结果)  --- 

 

1. Tensile Strength(拉伸强力) ISO 13934.2:2014 Grab test(抓样法) 

1-inch grab test, CRE tensile test machine, testing speed 50mm/min, gauge length100mm.(1 英寸抓样法，CRE 拉

伸测试仪，测试速度 50mm/min，初始隔距 100mm) 

Unit(单位): <N> 

 Warp(经向) 2200 

 Weft(纬向) 1300 

 

2. Tearing Strength(撕破强力) ISO 13937.1:2000/cor 1:2004 Elmendorf method(冲击摆锤法) 

Unit(单位): <N> 

 Warp(经向) 50 

 Weft(纬向) 26 

 

3. Determination of resistance to surface wetting(表面拒水性) ISO 4920-2012  

Spray test, the temperature of the used water is 20℃.(喷淋法，测试用水温度为 20℃) 

Unit(单位): <Grade(级)> 

  

 Specimen 1#(样品 1#)  3 

 Specimen 2#(样品 2#)  3 

 Specimen 3#(样品 3#)  3 

Remark（备注）： 

 5 –no sticking or wetting of the specimen（表面无润湿，也没沾水珠） 

 4– slight random sticking or wetting of the specimen face（表面沾有少量水珠） 

 3 – wetting of specimen face at spray points（喷淋点被润湿）  

 2 – partial wetting of the specimen face beyond the spray points（表面部分润湿） 

 1 – complete wetting of the entire specimen face beyond the spray points（表面全部被润湿） 

0 – complete wetting of the entire face of the specimen（表面和反面全部被润湿） 

 

4. Color Fastness to Light(耐光色牢度) ISO 105 B02:2014 Exposure method 3，Using the blue wool reference 6(方法

3，参考 6 级蓝色羊毛标样) 

Unit(单位): <grade(级)> 

 Result(测试结果) 6 
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Original (送检样品原样) 

  

  

 

=======  End of Report (检测报告结束) ====== 

 


