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APPLICANT SHANXI YONGTONG CASTING PIPE CO., LTD.
# & ¥ 42 L VG A 3 A PR
MANUFACTURING UNIT SHANXI YONGTONG CASTING PIPE CO., LTD.
B R R
PRODUCT CATEGORY Ductile iron pipes
& o & AR KB A RKEEHERE
PRODUCT | Ductile iron pipes for water or gas applications

GB/T 13295-2019
E o iR (RABRARKBHRE. THPMA)

PRODUCT STANDARD Ductile iron pipes, fittings and accessories for water or gas applications
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MODEL SIZE DN300 K9
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China National Center fnr . Ilty lnspe 496n and Testing of Iron and Steel

ﬁ =u -

”:"‘?5’?‘ 7 ’ﬁ PR 2 ]

R MO\



HERT: QLHERIYVFH 0774 F

Report No.: No.0774GZJZ-JY/2022
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Address of Applicant The first floar of Na 30, Cross East Street, jia Village, Nencun Town, Zezhou Ji City,
LE S S W.ES L2 U
Manufacturing Unit ShanXi YongTong Casting Pipe Co. ,LTD
i1l 38 3 4t WA EFRTFEMNEFAEERA+FHRE305 — &
Mlmlflﬂlllﬂ Address The first floor of Na 30, Cross Fast Street, Yumjia Village, Nnan Ton, Zezhou Canty, Jincheng City, Sherxi Provinee
kL3 GB/T 13295-2019 (AR M AR EHATF. FHPHHE)
Product Standard Ductile iron pipes, fittings and accessories for water or gas applications (GB/T 13295-2019)
AR /
Brand
otk ARMAAREHREE
Product Ductile iron pipes for water or gas pcatl
B¥ X7 [l -} 4 HEHRT 20227Y045
Test Type Product Inspection —Onder Number
BEAR DN300 Eh, BEE% K9
Specification and Model Pressure or Thickness Classification
#"E/TE 20220819 o %3 T®
Bawch No. Joint Type
£ FEHR PN 3 7= oo i th A F A
Product Type Centrifugal casting Product Used For For water pipelines
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Sampling Site Finished product storchouse Sampling Personnel Guan Zhen Yang Dong
WM EM 2022.12.18 5 Bt 7 2022.12.18 E 2022.12.24
pling Date Dec, 18, 2022 aspection Time Dec 18, 2022 10 Dec,24, 2022
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(ARMSARERET. THROME) iR EME.
The product was sampled on-site by China National Center for Quality Inspection and Testing of Iron and Steel. The
inspection and testing results of Surface Quality, Size Tolerance, External Coating, Internal Lining, Hydrostatic Test, Zinc
Coating, Tensile Test, Brinell Hardness meet the requirements of Ductile iron pipes, fittings and accessories for waler or gas
applications(GB/T 13295-2019).
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‘ﬁﬁﬂ# DN300 EfJ._ !l#ﬂ _ K9
Specification and Modcl Pressure or Thickness Classification
F5 35 B A4y R 3¢ 3 {H W ¥ 5%
No. Test Items Unit Standards Results Notes Qualify
REHFEST 412
1 0 7 & | FRRA12ER £ ﬂﬂf’?“ b4
Surface Quality Clause 4.1.2 Conformed to Sup;;:m Qualified
Clause 4.1.2
RYn%E
Size Tolerance
DE mm 326 1.’ 325.1~326.0
# W.K %o <] <0.1 7 &
. On-site
A& | Supervision
2 Intemal Diameter e W -» i "RAT (WA &%
| T2 Qualified
kX mm 6000 "y 6002~6010 INPRR.
Length Manufacturer's
Manual
!:, mm Lol 38 7.0~17.2
Wall Thickness '
I_ﬂﬁ mm <7.5 <2.2
Straightness d | 1=
i /ME 50
3 Extenal | Asphalt | pm | T\ s 87~92 On-site *
Coating Thickness mn S ision Qualified
>70 (Average) il
FEER |
R p | 2R R 5 B bt
;3 : G
- Internal | mm 4.0 -15 3.7~4.0 On-site *
Lining . dhoem Supervision e
Cement
Thickness
T 1 1
} >5MPa {f#>10 | SMPaR# 189, A
AERE $, BMEAR | S XATLER &1
3 HedSsiatoT / 6MPa for 18s,n0 | HEd w4 ¢
y ¢ lest >5MPa for 210s, no | FEET Qualified
leakage found. v s b T
€ ductile iron . .
e Derived from
processing
R
GEER 5
0 Zine Coating g/m’ 2130 142 Qualified
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Specification and Model Pressure or Thickness Classification
A5 # 3 5 B $Ar RORME 5 3 HH rald
No. Test Items Unit Standards Results ~ Notes Qualify
B RB
Tensile Test
.Rm MPa 2420 463
7 a1
Rpo2 MPa =270 309 Qualified
A % >12.0 16.5
154
KK &%
s Brinell Hardness / <230 157 Qualified
155
£HERR
Microstructure Inspection
R AL 5] % : :
: Spheroidizing Level Level T # E
B E AN R / 2 No Judgment
Graphite Size Level
7 B /4 ) #* 5
Pearlite Level Pearlite 5
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